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BULLETii! DES CRI?TIOCI " PO'JfJDS c:..:.v: .. -::-::~ ,, 

220 Whiting 68,63 1400 

251 
. 

Mica,V;MC P80K 9.80 200 

260 Sericite, Narvon 14.70 300 

045 Asbestos' 7RF 10 3.68 75 

166 Hamaco 277 gum 1.23 25 

330 Polyvinyl Alcohol 1.23 25 

245 Thickener .24 5 

1,53 Preservative .10 2 
-

1,54 Nopco PD-1 Defoamer .15 3 

164 Glyoxal 80% .24 5 
) c 

- TOTAL -100.00 2040 

-

MANUFACTUIENG INS7RTJCTIONS: 

-l. See Process Bulletin No. J-303. 
2. Mixing tine shall be 8 minutes minimum and 12 minutes maximum. 

WALITV CONTHOL: 

TM-1 . Viscosity{ 150 gm cylinccr @ 5 sec. 
200 gm a 150 cc ~mter 38 to 40 mm 

TM-3 Bond 9 - 10 
TM-6 Application Equal to Standard 
TI'l-7 \'/orkabilit;;.r Equal to Standard 

\ 

' 
' \ 

\ 

\ 

KG2001304 


